
System Based Sampling

Steel Testing    

 January 2012 - December 2012 

NUCOR - MARION 10 REBAR - EPOXY 12/14/2012 20130307

NUCOR - AUBURN 10 REBAR - GALVANIZED 11/1/2012 20123680

NUCOR - MARION 3 REBAR - EPOXY 12/14/2012 20130304

NUCOR - CT 3 REBAR - PLAIN 9/19/2012 20123348

NUCOR - MARION 4 REBAR - EPOXY 6/27/2012 20122034

NUCOR - MARION 4 REBAR - EPOXY 7/25/2012 20122364

NUCOR - MARION 4 REBAR - EPOXY 7/9/2012 20122154

NUCOR - MARION 4 REBAR - EPOXY 8/27/2012 20122882

NUCOR - AUBURN 4 REBAR - EPOXY 12/19/2012 20130301

NUCOR - MARION 4 REBAR - EPOXY 12/14/2012 20130306

AMERISTEEL - KNOXVILLE 4 REBAR - EPOXY 5/3/2012 20121270

NUCOR - MARION 4 REBAR - EPOXY 5/21/2012 20121446

NUCOR - AUBURN 4 REBAR - EPOXY 5/1/2012 20121225

NUCOR - MARION 4 REBAR - EPOXY 7/5/2012 20122147

TALLEY METALS - McBEE, SC 4 REBAR - GALVANIZED 7/11/2012 20122247

NUCOR - SAYERVILLE 4 REBAR - GALVANIZED 11/15/2012 20123841

NUCOR - AUBURN 4 REBAR - GALVANIZED 11/5/2012 20123700

NUCOR - AUBURN 4 REBAR - GALVANIZED 6/21/2012 20121678

AMERISTEEL - SAYREVILLE 4 REBAR - GALVANIZED 12/3/2012 20124007

TALLEY METALS - McBEE, SC 4 REBAR - GALVANIZED 7/11/2012 20122249



System Based Sampling

Steel Testing    

 January 2012 - December 2012 

NUCOR - MARION 4 REBAR - GALVANIZED 5/15/2012 20121357

NUCOR - AUBURN 4 REBAR - PLAIN 5/10/2012 20121488

NUCOR - AUBURN 4 REBAR - PLAIN 11/5/2012 20123703

NUCOR - CT 4 REBAR - PLAIN 9/19/2012 20123347

NUCOR - CT 4 REBAR - PLAIN 9/19/2012 20123349

NUCOR - MARION 4 REBAR - PLAIN 8/27/2012 20122876

NUCOR - AUBURN 4 REBAR EPOXY 4/24/2012 20121140

NUCOR - AUBURN 5 REBAR - EPOXY 10/16/2012 20123519

NUCOR - AUBURN 5 REBAR - EPOXY 9/24/2012 20130302

NUCOR - MARION 5 REBAR - EPOXY 8/27/2012 20122880

NUCOR - MARION 5 REBAR - EPOXY 6/20/2012 20121893

NUCOR - MARION 5 REBAR - EPOXY 6/13/2012 20121859

AMERISTEEL - SAYREVILLE 5 REBAR - EPOXY 5/3/2012 20121269

NUCOR - MARION 5 REBAR - EPOXY 5/21/2012 20121444

NUCOR - MARION 5 REBAR - EPOXY 6/27/2012 20122035

NUCOR - MARION 5 REBAR - EPOXY 7/9/2012 20122156

NUCOR - AUBURN 5 REBAR - EPOXY 11/20/2012 20123903

NUCOR - MARION 5 REBAR - EPOXY 7/5/2012 20122148

NUCOR - MARION 5 REBAR - EPOXY 12/14/2012 20130305

NUCOR - AUBURN 5 REBAR - EPOXY 5/14/2012 20121323

NUCOR - AUBURN 5 REBAR - EPOXY 12/7/2012 20124043



System Based Sampling

Steel Testing    

 January 2012 - December 2012 

TALLEY METALS - McBEE, SC 5 REBAR - GALVANIZED 9/25/2012 20123368

NUCOR - SAYERVILLE 5 REBAR - GALVANIZED 11/15/2012 20123842

NUCOR - MARION 5 REBAR - GALVANIZED 5/15/2012 20121356

NUCOR - AUBURN 5 REBAR - GALVANIZED 6/21/2012 20121680

NUCOR - AUBURN 5 REBAR - GALVANIZED 11/5/2012 20123699

TALLEY METALS - McBEE, SC 5 REBAR - GALVANIZED 7/11/2012 20122250

TALLEY METALS - McBEE, SC 5 REBAR - GALVANIZED 7/11/2012 20122248

NUCOR - CT 5 REBAR - PLAIN 9/19/2012 20123351

NUCOR - AUBURN 5 REBAR - PLAIN 10/16/2012 20123520

NUCOR - AUBURN 5 REBAR - PLAIN 11/21/2012 20130651

NUCOR - MARION 5 REBAR - PLAIN 8/27/2012 20122877

NUCOR - AUBURN 5 REBAR - PLAIN 11/5/2012 20123704

NUCOR - MARION 6 REBAR - EPOXY 6/27/2012 20122036

NUCOR - MARION 6 REBAR - EPOXY 5/21/2012 20121445

NUCOR - MARION 6 REBAR - EPOXY 6/20/2012 20121894

NUCOR - MARION 6 REBAR - EPOXY 7/5/2012 20122149

NUCOR - AUBURN 6 REBAR - EPOXY 12/7/2012 20124044

NUCOR - MARION 6 REBAR - EPOXY 7/9/2012 20122157

NUCOR - AUBURN 6 REBAR - EPOXY 5/14/2012 20121324

NUCOR - MARION 6 REBAR - EPOXY 8/27/2012 20122883

TALLEY METALS - McBEE, SC 6 REBAR - GALVANIZED 7/11/2012 20122421



System Based Sampling

Steel Testing    

 January 2012 - December 2012 

NUCOR - MARION 6 REBAR - GALVANIZED 5/15/2012 20121355

TALLEY METALS - McBEE, SC 6 REBAR - GALVANIZED 7/11/2012 20122251

NUCOR - AUBURN 6 REBAR - GALVANIZED 6/21/2012 20122055

NUCOR - SAYERVILLE 6 REBAR - GALVANIZED 11/15/2012 20123843

NUCOR - AUBURN 6 REBAR - GALVANIZED 11/5/2012 20123701

NUCOR - AUBURN 6 REBAR - GALVANIZED 11/1/2012 20123679

NUCOR - AUBURN 6 REBAR - PLAIN 11/5/2012 20123705

NUCOR - CT 6 REBAR - PLAIN 9/19/2012 20123355

NUCOR - MARION 6 REBAR - PLAIN 8/27/2012 20122875

NUCOR - MARION 6 REBAR - PLAIN 6/7/2012 20121685

NUCOR - AUBURN 6 REBAR PLAIN 3/26/2012 20120937

NUCOR - MARION 7 REBAR - EPOXY 6/27/2012 20122037

NUCOR - MARION 7 REBAR - EPOXY 8/27/2012 20122881

NUCOR - MARION 7 REBAR - EPOXY 6/20/2012 20121895

NUCOR - AUBURN 7 REBAR - EPOXY 5/1/2012 20121224

NUCOR - MARION 7 REBAR - EPOXY 6/13/2012 20121860

NUCOR - MARION 7 REBAR - EPOXY 7/5/2012 20122150

NUCOR - MARION 7 REBAR - EPOXY 7/9/2012 20122155

NUCOR - AUBURN 7 REBAR - GALVANIZED 6/21/2012 20122056

NUCOR - MARION 7 REBAR - PLAIN 6/7/2012 20121686

NUCOR - AUBURN 7 REBAR - PLAIN 5/10/2012 20121489



System Based Sampling

Steel Testing    

 January 2012 - December 2012 

NUCOR - MARION 7 REBAR - PLAIN 8/27/2012 20122878

NUCOR - AUBURN 8 REBAR - EPOXY 9/24/2012 20130303

NUCOR - MARION 8 REBAR - EPOXY 12/14/2012 20130308

NUCOR - MARION 8 REBAR - GALVANIZED 5/15/2012 20121358

NUCOR - AUBURN 8 REBAR - GALVANIZED 6/21/2012 20122057

NUCOR - AUBURN 8 REBAR - GALVANIZED 11/5/2012 20123702

NUCOR - AUBURN 8 REBAR - PLAIN 11/5/2012 20123706

NUCOR - AUBURN 8 REBAR - PLAIN 5/10/2012 20121490

NUCOR - MARION 8 REBAR - PLAIN 8/27/2012 20122879

AMERISTEEL - SAYREVILLE 9 REBAR - EPOXY 5/3/2012 20121268

NUCOR - MARION 9 REBAR - EPOXY 6/20/2012 20121896

NUCOR - AUBURN 9 REBAR - EPOXY 5/1/2012 20121223

NUCOR - AUBURN REBAR - EPOXY - # 4 2/15/2012 20120584

CO-STEEL - SAYREVILLE REBAR - EPOXY - # 4 2/21/2012 20120617

NUCOR - AUBURN REBAR - EPOXY - # 5 2/10/2012 20120551

CO-STEEL - SAYREVILLE REBAR - EPOXY - # 5 2/21/2012 20120616

NUCOR - AUBURN REBAR - EPOXY - # 5 2/15/2012 20120585

CO-STEEL - SAYREVILLE REBAR - EPOXY - # 7 2/21/2012 20120615

CO-STEEL - SAYREVILLE REBAR - EPOXY - # 8 2/21/2012 20120614

AMERISTEEL - SAYREVILLE REBAR - GALVANIZED - # 4 2/3/2012 20120490

NUCOR - MARION REBAR - GALVANIZED - # 4 2/2/2012 20120514



System Based Sampling

Steel Testing    

 January 2012 - December 2012 

NUCOR - MARION REBAR - GALVANIZED - # 5 2/2/2012 20120512

NUCOR - MARION REBAR - GALVANIZED - # 6 2/2/2012 20120513


